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i Zinc acetate dihydrate CAS 0970-456
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SPECIFICATION STANDARD RESULTS
PROPERTIES
Purity (Based on Trace
Metal Analysis) 99.99-100 99. 9911
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TOTAL METALLIC
IMPURITIES 0-200 88.6
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APPEARANCE WHITE POWDER OR CRYSTALS WHITE CRYSTALS
ARAR 1tk R Bl A EREERTELN
ICP ASSAY Confirms /zinc component  [Confirms zinc component
ICPo T BN EE S WINEE R
INFRARED SPECTRUM Conforms to Structure Conforms to Structure
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X-RAY DIFFRACTION Conforms to Structure Conforms to Structure
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