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Certificate of analysis

VU 4RUHH R L
4 Lithium CAS 14283-07-9
tetrafluoroborate
igs) A50383 fLx 0K20260304X
A7 H 2026-03-04 S H HA 2028-03-03
PATHRUE - VbR v
S E _ ‘
SPECIFICATION BoRggn KA
PROPERTIES STANDARD RESULTS
e A2t i, TeNUR T Hash i, TeNUm AR
Abpearance White crystal, without White crystal, without
bb mechanical ‘impurities mechanical impurities
AY A'\E‘
Maif;iem »99. 9% 99. 98%
K4y
moitﬁl " <200. Oppm 31. Oppm
WHERE (K HF i)
w%%reejaci . T <100. Oppm 14. 5ppm
-y 2=
Bulleri (504 23 <10. Oppm 0. 8ppm
Sulfate (S04 )
BT (C1) 5. Oppm 0. 6ppn
Chloride Ton (C17)
Na <10. Oppm 2. Oppm
Fe <1. Oppm 0. 4ppm
K <10. Oppm 0. 5ppm
Ca <10. Oppm 2. 4ppm
Pb < 1. Oppm 0. 1ppm
Cu < 10. Oppm ND
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Mg <1. Oppm 0. 1ppm

Zn <1. Oppm 0. 5ppm

Cr <1. Oppm 0. 2ppm

Ni <1. Oppm 0. 2ppm

Cd <1. Oppm 0. 1ppm
QA: FLUkvK

Hidk:

JERTTEE X 2 7 SRR B B 327 %, #R%H:100080




