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Appearance Grey powder Conform
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ICP:Confirms Niobium . .
C Confirmed Confirmed
omponent
XS 247 5 Fragit FF6 451
X-Ray Diffraction Conforms to Structure Conforms to Structure
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R =395 mesh 559. 70 mesh
particle size
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Purity (Based On Trace
Metals Analysis)
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total metallic 0 ppm — 500 ppm 68. 00 ppm
impurities
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