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Certificate of analysis

YISV U188
i Polyethylene— CAS 9003-11-6
polypropylene glycol
= AB5766 b 0K20230817U
A= H B 2023-08-17 = H 2026-08-16
PATFRUE : VbR it
A IS - .
AR IR SE 45 R
SPECIFICATION STANDARD RESULTS
PROPERTIES
AR SRS RER(ELN) ey
Appearance White to off-white (Solid) Conforms
B I
pH Value (1:40) 6.7 AE
Conforms
B I
pH Value (1:10) 6.9 N5
Conforms
S I
7K 0. 32% B
Conforms
Water
Z i, 10% 7K e
' ey
Gloud-Point, 10% in >100° C Conforms
Water
B I
Bita (MeOHA50': 50) 56 e
Conforms
Color (50:50 in MeOH)
/f/\*A
Residual EO <1ppm e
Conforms
/f/\*A
Residual PO {1ppm e
Conforms
S I
R, 4 - N {1ppm G
Conforms
Residual 1, 4 - Dioxane
T4 TR R
Average Molecular Mass 11000 g/mol Conforms
T4 TR R
Conforms

Average Molecular Weight

11000 g/mol
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E: WERRA TR, Z2IEEEA TR, kiR, ERER.
QA: FEUKVK QC: i

Hohb:  dbmtiiERE X FEETE 7 SERLRERE B EE 327 %, HRYH:100080




