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SPECIFICATION STANDARD RESULTS
PROPERTIES
Purity (Based On Trace
Metals Analysis)
uii i 99. 8-100 (%) 99.94 %
(ETIR=&ESH)
Total Metallic
Impuritie 0-2000 (ppm) 586. 00 ppm
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Particle size
Wik oAt 15=35 (nm) 34.69 nm
Crystal form(Rutile) Pass Pass
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ICP:CoggiggiegitaHium Confirmed Confirmed
ICP: HiA Bk 4 Bk ik
surface
properties, Hydrophilic Cozfgfms Cozfgzms
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X-Ray Diffraction

Conforms to Structure

Conforms to Structure
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Appearance White powder White powder
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